SELECT BACKFILL MATERIAL (10-12-01)

Use select backfill material that ments of Section 1016 of the Standard
Specifications for the classification s the plans.

The quantity of select backfill material to be paid for will be the actual number of tons (metric
tons) of this material, weighed in trucks on certified g@tform scales or other certified weighing

devices which have been used for backfill m, eg.—
The quantity of select backfill materiﬁa ed as provided above, will be paid for at the
contract unit price for “Select Backfill®aterial, Class . Such price and payment will be

full compensation for all work necessary to provide the select backfill material including hauling,
furnishing, and placing the backfill material.




